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Test Item Parameter Test Method Protocol Unit Test reuslt

 Calcium Fluoride (CaF2) 

Based on ASTM E-815 17

% 97+

Soluble Calcium
Carbonate (CaCO3) % 00.90

 Silica as SiO2 Based on ASTM E 1506-08 % 03.00

Sulphur (S)
Fusion Method Final Finished on
ICP-OES % <0.05

Phosphorus (P)
Multi Acid Digestion final finish
ICP-OES % 0.004

 Moisture Gravimetric % 0.04
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Typical Analysis Fluorite

CaF2 97+

Note:

Sizes can be altered on clients request 


